=

Arki Techno Consultants (India) Pvt.Ltd

180

ARKITECHNO N 3/91, IRC Village, Bhubaneswar ‘
DETERMINATION OF LIQUID LIMIT AND PLASTIC LIMIT '
IS : 2720 (Part -5) i
Client DFCC i
Project Name G.I For 3 Nos. Important Bridges I
Type of Sample ubs Date Of Testing : 25.09.12 I
Location BH-2(Markanda River-Ambala) : Sampled by : T.K.Das .
Depth 13.5m Tested by + D.Mohanty !
|
Number of Blows 29 27 21 18 Plastic Limit |
Container No. D37 D38 D39 D40 D41 D42 |
Container Weight (gm) (W1) 36.57 32.26 31.04 30.5 34.97 3555 |
Container + Wi. of wet soil (gm) (W2) 91.92 109.60 111.26 117.37 98.91 98.14 |
Wt of Container + Wt. of oven dry soil (gm) (W3) 77.60 88.51 85.90 87.70 87.80 87.75 |
Wt. Of water (gm) (W2-W1)-(W3-W1) 14.32 21.09 25.36 29.67 11.12 10.39 , |
Wt. of oven dry soil (gm) (W3-W1) 41.03 56.25 54.86 57.20 52.83 52.20 I
Moisture Content (%)= A
[OW2-W1)-(W3-W1)/(W3-W1) X 100 34.91 37.49 46.23 51.88 21.04 19.91 ( ;
Result Summary i
Liquid Limit (WL) 40 % ]
Plastic Limit (Wp) 20 % l
1
Plasticity Index (Ip) 20 %
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